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Research and Special Programs Admin., DOT § 179.300–6

Examples of required
stamping

Car assembler (if other than inner
container or outer shell build-
ers).

DEF.

[Amdt. 179–9, 36 FR 21343, Nov. 6, 1971]

§ 179.220–26 Stenciling.
(a) The outer shell, or the jacket if

the outer shell is insulated, must be
stenciled in compliance with AAR
Specifications for Tank Cars, appendix
C.

(b) Stenciling must be applied on
both sides of the outer shell or jacket
near the center in letters and figures at

least 11⁄2 inches high to indicate the
safe upper temperature limit, if appli-
cable, for the inner tank, insulation,
and the support system.

[Amdt. 179–9, 36 FR 21343, Nov. 6, 1971]

§ 179.221 Individual specification re-
quirements applicable to tank car
tanks consisting of an inner con-
tainer supported within an outer
shell.

§ 179.221–1 Individual specification re-
quirements.

In addition to § 179.220, the individual
specification requirements are as fol-
lows:

DOT specification Insulation
Bursting
pressure

(psig)

Minimum
plate

thickness
(inches)

Test
pressure

(psig)

Bottom
outlet

Bottom
washout

Reference
(179.221–***)

115A60ALW ............ Yes ................. 240 3⁄16 60 Optional. Optional ..........
115A60W1 .............. Yes ................. 240 1⁄8 60 Optional .......... Optional .......... 1
115A60W6 .............. Yes ................. 240 1⁄8 60 Optional .......... Optional .......... 1

[Amdt. 170–52, 61 FR 28681, June 5, 1996, as amended at 62 FR 51561, Oct. 1, 1997; 66 FR 45390,
Aug. 28, 2001]

Subpart E—Specifications for
Multi-Unit Tank Car Tanks
(Classes DOT–106A and
110AW)

§ 179.300 General specifications appli-
cable to multi-unit tank car tanks
designed to be removed from car
structure for filling and emptying
(Classes DOT–106A and 110AW).

§ 179.300–1 Tanks built under these
specifications shall meet the re-
quirements of § 179.300, § 179.301
and when applicable, § 179.302.

§ 179.300–3 Type and general require-
ments.

(a) Tanks built under this specifica-
tion shall be cylindrical, circular in
cross section, and shall have heads of
approved design. All openings shall be
located in the heads.

(b) Each tank shall have a water ca-
pacity of at least 1500 pounds and not
more than 2600 pounds.

(c) For tanks made in foreign coun-
tries, a chemical analysis of materials
and all tests as specified shall be car-
ried out within the limits of the United

States under the supervision of a com-
petent and impartial inspector.

§ 179.300–4 Insulation.
(a) Tanks shall not be insulated.
(b) [Reserved]

§ 179.300–6 Thickness of plates.
(a) For class DOT–110A tanks, the

wall thickness after forming of the cy-
lindrical portion of the tank must not
be less than that specified in § 179.301
nor that calculated by the following
formula:

t =
Pd

SE2
Where:
d = inside diameter in inches;
E = 1.0 welded joint efficiency;
P = minimum required bursting pressure in

psig;
S = minimum tensile strength of plate mate-

rial in p.s.i. as prescribed in § 179.300–7;
t = minimum thickness of plate material in

inches after forming.

(b) For class DOT–106A tanks, the
wall thickness of the cylindrical por-
tion of the tank shall not be less than
that specified in § 179.301 and shall be
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such that at the tank test pressure the
maximum fiber stress in the wall of the
tank will not exceed 15,750 p.s.i. as cal-
culated by the following formula:
s = [p(1.3D 2 + 0.4d 2)] / (D 2 ¥ d 2)
where:

d = inside diameter in inches;
D = outside diameter in inches;
p = tank test pressure in psig;
s = wall stress in psig

(c) If plates are clad with material
having tensile strength at least equal
to the base plate, the cladding may be
considered a part of the base plate
when determining the thickness. If
cladding material does not have tensile
strength at least equal to the base
plate, the base plate alone shall meet
the thickness requirements.

[29 FR 18995, Dec. 29, 1964, as amended by
Order 71, 31 FR 9083, July 1, 1966. Redesig-
nated at 32 FR 5606, Apr. 5, 1967; 66 FR 45186,
45390, Aug. 28, 2001]

§ 179.300–7 Materials.

(a) Steel plate material used to fab-
ricate tanks must conform with the
following specifications with the indi-
cated minimum tensile strength and
elongation in the welded condition.
However, the maximum allowable car-
bon content for carbon steel must not
exceed 0.31 percent, although the indi-
vidual ASTM specification may allow
for a greater amount of carbon. The
plates may be clad with other approved
materials:

Specifications

Tensile
strength

(psi) welded
condition 1

(minimum)

Elongation
in 2 inches
(percent)

welded con-
dition 1 (lon-

gitudinal)
(minimum)

ASTM A 240 type 304 ............... 75,000 25
ASTM A 240 type 304L ............. 70,000 25
ASTM A 240 type 316 ............... 75,000 25
ASTM A 240 type 316L ............. 70,000 25
ASTM A 240 type 321 ............... 75,000 25
ASTM A285 Gr. A ..................... 45,000 29
ASTM A285 Gr. B ..................... 50,000 20
ASTM A285 Gr. C ..................... 55,000 20
ASTM A515 Gr. 65 .................... 65,000 20
ASTM A515 Gr. 70 .................... 70,000 20
ASTM A516 Gr. 70 .................... 70,000 20

1 Maximum stresses to be used in calculations.

(b) [Reserved]
(c) All plates must have their heat

number and the name or brand of the

manufacturer legibly stamped on them
at the rolling mill.

[Amdt. 179–10, 36 FR 21355, Nov. 6, 1971, as
amended by Amdt. 179–42, 54 FR 38798, Sept.
20, 1989; Amdt. 179–43, 55 FR 27642, July 5,
1990; Amdt. 179–52, 61 FR 28682, June 5, 1996;
Amdt. 179–52, 61 FR 50255, Sept. 25, 1996;
Amdt. 179–53, 61 FR 51342, Oct. 1, 1996]

§ 179.300–8 Tank heads.
(a) Class DOT–110A tanks shall have

fusion-welded heads formed concave to
pressure. Heads for fusion welding shall
be an ellipsoid of revolution 2:1 ratio of
major to minor axis. They shall be one
piece, hot formed in one heat so as to
provide a straight flange at least 11⁄2
inches long. The thickness shall not be
less than that calculated by the fol-
lowing formula:

t =
Pd

SE2

where symbols are as defined in
§ 179.300–6(a).

(b) Class DOT–106A tanks must have
forged-welded heads, formed convex to
pressure. Heads for forge welding must
be torispherical with an inside radius
not greater than the inside diameter of
the shell. They must be one piece, hot
formed in one heat so as to provide a
straight flange at least 4 inches long.
They must have snug drive fit into the
shell for forge welding. The wall thick-
ness after forming must be sufficient to
meet the test requirements of § 179.300–
16 and to provide for adequate thread-
ing of openings.

[29 FR 18995, Dec. 29, 1964. Redesignated at 32
FR 5606, Apr. 5, 1967, and amended by Amdt.
179–10, 36 FR 21355, Nov. 6, 1971]

§ 179.300–9 Welding.
(a) Longitudinal joints must be fu-

sion welded. Head-to-shell joints must
be forge welded on class DOT–106A
tanks and fusion welded on class DOT–
110A tanks. Welding procedures, weld-
ers and fabricators must be approved in
accordance with AAR Specifications
for Tank Cars, appendix W.

(b) Fusion-welded joints must be in
compliance with the requirements of
AAR Specifications for Tank Cars, ap-
pendix W, except that circumferential
welds in tanks less than 36 inches in-
side diameter need not be radiotaped.
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